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CERTIFIED UNCOATED REINFORCING BAR MANUFACTURERS 
 
Specification Reference:  910.01 SM Producer/Supplier Type: Certified Uncoated 
                          & ITM 301 Rebar Manufacturer 
 SM Material Code: 910M00010 to 910M00320 
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 Specific material codes are not listed. Reinforcing and dowel bars acceptable from 
a listed source. Use the applicable material code when reporting these materials. 
 
Mat.  Source           Manufacturer                           Approval 
Code   Code              Location                              Number     Comments 
 
41XX 4109 ALTON STEEL, INC 
  ALTON, IL-------------------------------------- J009845 
 
41XX 4144 GERDAU AMERISTEEL 
  JACKSON, TENNESSEE STEEL MILL 
  JACKSON, TN------------------------------------ J989801 
 
41XX 4145 GERDAU AMERISTEEL 
  CHARLOTTE, NORTH CAROLINA STEEL MILL 
  CHARLOTTE, NC ---------------------------------J989805 
 
41XX 4146 GERDAU AMERISTEEL 
  JACKSONVILLE, FLORIDA STEEL MILL 
  BALDWIN, FL------------------------------------ J989810 
 
41XX 4147 GERDAU AMERISTEEL 
  KNOXVILLE, TENNESSEE STEEL MILL 
  KNOXVILLE, TN----------------------------------J989815 
 
41XX 4150 GERDAU AMERISTEEL 
  SAYREVILLE, NEW JERSEY STEEL MILL 
  SAYREVILLE, NJ -------------------------------- J989835 
 
41XX 4168 GERDAU AMERISTEEL 
     PERTH AMBOY, NEW JERSEY STEEL MILL 
  PERTH AMBOY, NJ-------------------------------- J029836 
 
41XX 4167 GERDAU AMERISTEEL 
     BEAUMONT, TEXAS STEEL MILL  
  VIDOR, TX-------------------------------------- J029871 
 
41XX  4169 GERDAU AMERISTEEL 
     SAND SPRINGS, OKLOHOMA STEEL MILL 
  SAND SPRINGS, OK------------------------------- J039876 
 
41XX 4158 GERDAU AMERISTEEL 
  ST. PAUL, MINNESOTA STEEL MILL 
  ST. PAUL, MN----------------------------------- J989870 
 
41XX 4166 GERDAU AMERISTEEL 
  WILTON, IOWA STEEL MILL 
  WILTON, IA------------------------------------- J019831 
 
 
 
 
 
 



April 21, 2008 
CERTIFIED UNCOATED REINFORCING BAR MANUFACTURERS 

 
Specification Reference:  910.01 SM Producer/Supplier Type: Certified Uncoated 
                          & ITM 301 Rebar Manufacturer 
 SM Material Code: 910M00010 to 910M00320 
 
Mat.  Source           Manufacturer                           Approval 
Code   Code              Location                              Number     Comments 
 

2 of 2 

 
41XX 4179 KEYSTONE STEEL AND WIRE CO. 
  PEORIA, IL------------------------------------- J079801 
 
41XX 4152 NUCOR STEEL MARION, INC 
  MARION, OH------------------------------------- J989850 
 
41XX 4162 NUCOR STEEL NEBRASKA 
  NORFOLK, NE------------------------------------ J989863 
 
41XX 4163 NUCOR STEEL BIRMINGHAM, INC 
  BIRMINGHAM, AL--------------------------------- J989818 
 
41XX 4148 NUCOR STEEL KANKAKEE, INC 
  BOURBONNAIS, IL-------------------------------- J989820 
 
41XX 4156 NUCOR STEEL SEATTLE, INC 
  SEATTLE, WA------------------------------------ J989830 
 
41XX 4157 NUCOR STEEL SOUTH CAROLINA 
  DARLINGTON, SC--------------------------------- J989865 
 
41XX 4170 NUCOR STEEL JACKSON, INC 
  FLOWOOD, MS------------------------------------ J039877 
 
41XX 4165 ROCKY MOUNTAIN STEEL MILLS 
  PUEBLO, CO------------------------------------- J019832 
 
41XX 4171 STEEL DYNAMICS 
  ENGINEERED BAR PRODUCTS  
  PITTSBORO, IN---------------------------------- J059801 
 
41XX 4153 SMI TEXAS 
  SEGUIN, TX------------------------------------- J989855 
 
41XX 4154 SMI STEEL SOUTH CAROLINA 
  CAYCE, SC-------------------------------------- J989860 
 


